	74:56:01:04.  Performance standards for new UST systems -- General requirements. In order to prevent releases due to structural failure or corrosion, spills, and overfills for as long as the UST system is used to store regulated substances, all owners or operators of new UST systems shall meet the requirements described in §§ 74:56:01:05 to 74:56:01:08, inclusive.
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